
Electronic Supplementary Material (ESI) for Nanoscale
This journal is © The Royal Society of Chemistry 2013



Electronic Supplementary Material (ESI) for Nanoscale
This journal is © The Royal Society of Chemistry 2013



 

3 

 

 

Supplementary Figure S2. Atomic force microscope (AFM) analysis for as-synthesized Ag nanoplate. 

(a) Low-resolution image of isosceles-trapezoid shaped hexagon Ag nanoplate. (b) Magnified image for 

blue box in (a). Root-mean-square (rms) roughness is 0.304 nm as shown as red-box, indicating that our 

Ag nanoplate has atomically smooth surface. (c) Sectional analysis result shows the thickness of Ag 

nanoplate is ~ 90 nm.  
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Simulated incoupling efficiency of normal incident light at the nanoplate side. We performed 3D 

FDTD simulations employing a semi-infinite Ag nanoplate and a focused Gaussian beam with a spot 

size of 500 nm. First, we calculated the flux of SPPs (PSPP) along the nanoplate and the total flux of the 

incident light (Pincidence) respectively. The fractions of PSPP/Pincidence were plotted as a function of the 

distance from the input antenna side (black dots). By fitting the plot for the range from 2 to 3 µm (red 

line), the in-coupling efficiency can be estimated from the extrapolated value of the red line at the 

distance of zero, which is ~5.9%. The difference between the black dots and red curve at the short 

distance range is due to the direct reflection of the incident light. 

 

Supplementary Figure S3. (a) Schematics of the in-coupling simulation showing a focused incident 

light and the propagating SPPs coupled at the nanoplate side. (b) Fraction of power coupled to SPPs 

along the nanoplate.  
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Supplementary Figure S4. Out-coupling of SPPs to free-space radiation at the Ag nanoplate side. Side-

view of the simulated electric field intensity shows that out-coupled radiation from the nanoplate side is 

propagating at an angle of ~8° with respect to the nanoplate plane. The total power of radiation to the 

top air free-space is calculated to be ~32%. 
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Transmission and reflection coefficients of SPPs across a nano-gap. We performed 2D FDTD 

simulations and calculated the transmitted and reflected powers of SPPs across the nano-gap. When the 

gap is 90 nm as same as the experiment, the transmission of SPPs is ~57%. The fluctuations of the 

efficiencies are resulted from phase matching conditions depending on the gap width and the SPP 

wavelength. 

 

 

Supplementary Figure S5. (a) Schematics of the simulation of reflection and transmission coefficients 

of SPPs across a nano-gap introduced in the Ag nanoplate. (b, c) Fraction of power transmitted across 

the nano-gap (black line), reflected back (red line), and scattered (blue line) as a function of the gap size.  
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Blocking SPP propagation by a dust scatterer. In contrast to a metallic nano-belt (Figure 4) or a 

nano-gap (Figure 5), the dust completely blocks propagation of SPPs generated by the incident laser 

light. It is clearly observed that SPPs scattered by the dust radiate with a polarization state parallel to the 

propagation direction (or perpendicular to the input side). 

 

 

Supplementary Figure S6. (a) An optical microscopy image of a Ag nanoplate involving a solid dust 

on its surface. (b,c) Polarization-resolved measurements of radiation distribution on the Ag nanoplate.  

Dashed lines indicate the outline of Ag nanoplate and a solid dust. 
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